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C

1989

1992

5608-17

5608-18

Bit. Overlay

Bit. Overlay

Var.

28'

Spec. 2331

Spec. 2341

Spec. 23412

1

1

•"

•"

•"

2 MI.

Ref. Pt.  097+00.189 - 112+00.360

M

1995 5608-95073 Major Crack Repair

2002
15.48 Mi.

M

8824-33 Agg. Seal

2016 5608-23

var.

var. var.

Grading/agg. base

Bit. Milling

Bit. Surfacing var. var.

6" Class 6

Spec. 2360

3.253 Mi.

11.97 Mi.

1.01 Mi.
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C

M

2018 8824-143 Bit. Crack Seal var. Spec. 2331
2.611 Mi.

11.97 Mi.


